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r) Problem:

Division bars on heat exchanger cover were corroded.

z) Circumstances prior to failure:
Customer experiencing leakage where the division plate bars had corroded.

s) Pumpcoat Solution

Pumpcoat grit blasted the cover and repair welded the division bars. Piece was then ep-
oxy coated for corrosion resistance.
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Pumpcoat, Inc.
PO Box 1109

l\4ashpee, MA 02649

sales@pumpcoat.com
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www. pu m pcoat.com
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1-508-540-5878 (phone)
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